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Dimensions hot rolled

Width max. 2,000 mm

Length max. 7,000 mm

Thickness 2.0 mm up to 90.0 mm

Weight max. 3,000 kg

Dimensions cold rolled

Width max. 1,350 mm

Length max. 5,000 mm

Thickness 1.0 mm up to 6.0 mm

Edge finish

Shear cut

Laser cut

Cold sawn

Plasma cut

Water jet cut

Surface finish

As rolled

Shot blasted 

Pickled

Ground

Milled

Stated figures are guide values,
special requirements on request.

Minimum order quantities

Standard alloys (output of one slab)

Steel 800 – 3,000 kg

Ni-base-alloys 800 – 2,200 kg

Titanium 600 – 1,100 kg

Special alloys (output of one melt)

VID 6 – 8 to

EAF-VOD 25 – 35 to

VIM 
(Ni-base-alloys) 

5 alt. 10 to

Minimum order quantities for other melting routes 
on request.
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Type of alloy BÖHLER grade PREN Common 
name

DIN / EN UNS Standards Main application

Martensite

AISI 410 1.4006 ASTM A240 
EN 10088-2

Engineering 
Equipment, Turbines

1.4313 EN 10088-2 Engineering 
Equipment

17-4 PH
AISI 630

1.4542 S17400 ASTM A693 
EN 10088-2

Offshore Industry

Superduplex

41 1.4501 S32760 ASTM A240
Norsok MDS D55
Shell-Spez. ES/247

Offshore Industry
Water Treatment

40 1.4410 S32750

40 ~1.4507 S32550
S32520

ASTM A240 Offshore Industry

Super
Austenite

1.4361 S30600 ASTM A240 
Bayer WN 950
EN 10088-2

Nitric Acid Production, 
Storage

— S30601 ASTM A240 
VdTÜV 534

Sulfuric Acid 
Production, Storage

~1.4469 S32615 ASTM A240
VdTÜV 535

Sulfuric Acid 
Production,Storage

1.4335 S31002
S31008

ASTM A240
VdTÜV 468

Nitric Acid Production, 
Storage

43 6-Mo 1.4547 S31254 ASTM A240
Norsok MDS R15
Shell-Spez.
ES/247

Offshore Industry
Chemical Industry

Alloy 31 1.4562 N08031 ASTM B625
VdTÜV 509

Chemical and 
Petrochemical Industry

42 1.4529 N08926
N08367

ASTM B625 Offshore Industry

Alloy
800/800H/
800HT

1.4876 N08800
N08810
N08811

ASTM B409
EN 10095
SEW 470

Petrochemical Industry

Nickel-Base

Alloy C22 2.4602 N06022 ASTM B575
VdTÜV 479

Petrochemical Industry

Alloy C276 2.4819 N10276 ASTM B575
VdTÜV 400

Chemical Industry, 
Pharmacy

Alloy 625 2.4856 N06625 ASTM B443
EN 10095

Offshore-Industry

Alloy C4 2.4610 N06455 ASTM B575
VdTÜV 424

Chemical Industry

Alloy 825 2.4858 N08825 ASTM B244
DIN 17744

Chemical Industry

Alloy 59 2.4605 N06059 ASTM B575
DIN 17744

Chemical Industry, 
Pharmacy

Nickel-Copper Alloy 400 2.4360 N04400 ASTM B127
DIN 17750
BS 3072

Chemical Industry

Pure Nickel Alloy 200
Alloy 201

2.4066
2.4068

N02200
N02201

ASTM B162
DIN 17750
BS 3072

Chemical Industry

Other grades upon request.
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Type of alloy BÖHLER grade Common 
name

DIN / EN UNS Standards Main application

Ferrite

1.4762 SEW 470
EN 10095

Industrial Furnaces

1.4713

Martensite

1.4922
1.4923
1.4926

EN 10302 Turbines

1.4903 EN 10302 Turbines

Duplex 1.4821 SEW 470
EN 10095

Industrial Furnaces

Austenite

Alloy
800/800H/
800HT

1.4876 N08800
N08810
N08811

ASTM B409
SEW 470
EN 10095

Industrial, Process Furnaces

~Alloy DS ~1.4864 ~N08832 ASTM B536
EN 10095

Industrial Furnaces

Alloy 330 N08330 ASTM B536 Industrial Furnaces

Alloy 314 1.4841 S31400 SEW 470
EN 10095

Industrial Furnaces

Alloy 286 1.4943
1.4944
1.4980

S66286 EN 10302 Turbines

~1.4962 EN 10302 Turbines

1.4961 EN 10028-7
EN 10302

Turbines

Nickel-Base

Alloy 75 2.4951
2.4630

N06075 EN 10095 Turbines, Engines

Alloy 90 2.4969
2.4632

N07090 EN 10302 Turbines, Engines

Alloy 263 2.4650 N07263 AMS 5872
EN 10302

Turbines, Engines

2.4633 N06025 ASTM B168
DIN 17744
EN 10302

Industrial Furnaces

Alloy 617 2.4663 N06617 ASTM B168
EN 10302

Turbines, Engines

Alloy 625 2.4856 N06625 ASTM B443
EN 10095

Turbines, Engines,
Industrial Furnaces

Alloy 718 2.4668 N07718 ASTM B4670
EN 10302

Turbines, Engines

Other grades upon request.
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Properties Type 
of alloy

BÖHLER grade PREN Common 
name

DIN / EN UNS Standards Main 
application

Machinability Austenite

~AISI 316+S ~1.4436+S Screen Plates
Screen Drums

AISI 303 1.4305 S30300 ASTM A895
EN 10088-3

Screen Plates
Screen Drums

Nonmagnetic Austenite

38 ~1.4565 ~S20910 ASTM A240
SEW 400

Ship Building

35 1.3964 ~S20910
–

ASTM A240
SEW 390

Ship Building

40 1.3974 – SEW 390 Offshore Industry

43 1.4565 S34565 ASTM A240
EN 10088-2

Combustion Gas
Desulphurisation

~1.3949 SEW 390 Electric Equipment

Expansion
Coefficient

Austenite

Ni 36 1.3912 K93600
K93603

SEW 385 Laminate Moulds

NiCo 29-18 1.3981 K94610 ASTM F15
SEW 385

Electronic Industry

The materials described are just some examples for special applications. 
We will be pleased to find tailor made solutions to fulfill also your particular needs.
Other grades upon request.

Type 
of alloy

BÖHLER grade Common 
name

UNS Material
number

Standards Main 
application

Commercially Pure 
Titanium

Grade 1 R50250 3.7025 ASTM B265
VdTÜV 230

Industry

Grade 2 R50400 3.7035 ASTM B265 
VdTÜV 230

Industry

Grade 3 R50550 3.7055 ASTM B265 Industry

Grade 4 R50700 3.7065 ASTM B265
ASTM F67
ISO 5832-2

Industry
Medicine

Alloyed 
Titanium

Grade 5 R56400 3.7165 ASTM B265 Industry

Grade 5 R56400 3.7165 ASTM B265
AMS 4911

Industry
Aerospace

Grade 9 R56620 3.7194 ASTM B265 Industry

Grade 23 R56407 3.7165 ASTM B265
ASTM F136
ISO 5832-3

Medicine
Aerospace

Other grades upon request.
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